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IJGS IMME MONGOLIA LLC

Company : Darkhan Metallurigcal plant
Location: Darkhan Terminal
Date: 2024.3.23

INSPECTION REPORT

Sample No:
Product
weight HzO Fe S AlzOs SiOz TiOz P

Number
of Car:

ton % o//o % % % o//o % pcs

Lot32

1 1 ,010.60 0.01 59.68 343 1.07 549 0.13 0.02 10
2 931.70 0.01 58.97 372 150 6.02 0.15 0.03 10
3 941 B0 0.15 57 56 391 138 6.76 015 004 10
4 530 10 026 58 26 400 104 554 013 003 12
5

Average result* 3,414.20 0.09 58.68 3.73 1.27 5.99 0.14 0.03 42

*Average result of all analytes is for summary of product weight.

This result format of the tnspection sample only for DMp,s internal use only

SGS-IMME Mongotia LLC

A
IMME

MNA$
I {rg rojl t{ ttf,rrluralxn*{
19t.T(,-{tdoo

TL-S9


