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SGS-Inspection
Company : Darkhan Metallurigcal Plant
Location: Darkhan Termina!
Date: 2026.0321-22
Product i :

Sample No: weight H20 Fe S AlRO3 Si02 Ti02 P

ton % % %o % % % %
1 1,069.15 0.2 58.57 353 145 6.16 0.15 0.03
Lot-103 2 1,161.30 0.20 58.26 344 1.44 6.48 0.15 0.02
3 1,164.15 0.20 57.96 3.36 1.47 6.57 0.16 0.02

4

Average result” 3,394 .60 0.20 58.25 344 1.45 6.41 0.15 0.02

NOTE: *Average result of all analytes is for summary of product weight
This resull format of the inspection sampie only

Signature: SGS-IMME Mongolia LLC

SGS-IMME Mongolia LLC 15 aceredited by MNAS and conforms to the requirements of MNS ISOAEC 17025 the laboraiory opercheming are aceredited to 1SO9001 2008 The sample was not drawn
by the laboratory and this report is not used for L/C negouation The test report would be invalid without signatures of the persons for approval The test report

would be invahd 1f altered and test would be invalid if reproduced. except in full without wnitien approval of the Company [hiferent opinions about test report should be reported (o us within 15 days
from the date of receiving the test report

This docuiment is issued by the Company under its General Conditions of Services accessible at hitp “www sgs.com/en/terms- and-conditions aspx. Attention 15 drawn to the imutation of habihty.
indemmification and jurisdiction issued definesthereir.

Any other holder of this document 1s advised thar information contained hereon reflects the Company’s findings at the tme of «ts intervention only and within the limits of Client’s instructions, if any
The Company s sole responsibility 1s to its Client and this document does not exoneraic partieste 2 transiation from exercising all therr rights and obligarions under the ~ d Any
unauthorized al , forgery or fais:fi of the content or appearance of this document 1s uniawtul and offenders may be prosecuted to the fuilest extent of the law




