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Company ; Darkhan Metallurigcal Plant

Location: Tumurtei Terminal
Date: 2026.03.20
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1 1,113.65 0.32 58.87 3.46 1.55 5.21 0.09 0.01

2 1,132.40 0.26 59.1 7 2.74 1.75 5.72 0.13 0.01

3 1,107.40 0.12 s9.47 2.05 1.96 5.68 0.15 0.01

4

Average result* 3,353.45 0.23 59.17 2.75 1.75 5.54 0.12 0.01

NOTE: *Average result of all analges is for summary of product weight.

This result format of the inspection sample only for DMP's intemal use only
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