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First Sample gongzhan lot-18 dry (3-17)50W
Last Sample shanxi yanping lot-20 dry (9-20)50W

Pages 1
ANALYTICAL REPORT
H20 Fe S Al203 Si02 TiO2 P
GBI/T 6730.5-| 1SO 4689- 1SO 9516- 1SO 9516~ 1SO g518- 1SO 9516-
METHOD PHY08D 2007 3:2017 1:2003 1:2003 1:2003 1:2003
LDETECTION 0.01 1 0.005 0.01 0.01 0.01 0.01
UDETECTION 0 75 30 100 100 100 70
UNITS % % % % % Yo %
shanxi yanping lot-20 dry (8-20)50W 0.52 52.91 0.041 1.07 9.75 0.04 0.02
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This document is issued by the Company under its General Conditions of Services accessible at http://www.sgs fenft d-canditions.aspx. Attenmon is drawn to the limitation of hability, ©
Jurisdiction issued definestherein

Any other holder of this document is advised that information contained hereon rd]ecu the Compuny s ﬁndmgn at the time of its intervention only and within the lirits uf Chml s instructions, |fnny Tbe
Company's sole responsibility is to its Client and this d does not from ising all their rights and obligations under the Any I
forgety or falsification of the content or of this ds is unl | and ders may be pt d to the fullest extent of the Jaw.

! SGS-IMME Mongolia L LC Uildveriin toirog 101, 29th khoroo, Bayangal district,
Ulaanbaatar, Mongoha 17060 1+976 7272 7878 £ +976 7017 8599




