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SGS IMME MONGOL.IA LLC

Company DarkhanMetallurigcalPlant
Location: Darkhan Terminal
Date: 2023.12.1

INSPECTION REPORT

Sample No:
Product
weight

HzO Fe S AlzOs SiOz TiOz P
Number
of Car:

ton % % % % o//o % % PCS

Lotl 35

1 936.70 0.39 60.1 8 3.34 1.06 5.33 0.1 1 003 10

2 989 90 053 59 88 3.44 099 3.t I 010 002 10

3 1,4/6.10 0.64 58.77 3.64 1.04 5.80 0.10 0.02 15

Averaqe result* 3,402.70 0.54 59.48 3.50 1.03 5.50 0.10 0.02 35

NOIT: .Average result of all analytes is for summary of product wcight.

Ihis result format of thc inspection samplo only for DMI)'s rntornal usc only

SGS-IMME Mongolia LLC


