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The following is the result of the laboratory test. 

Total sulphur  

S (ad)  

≤1.5% 
 

G-index 

≥75.0 
 

COAL STOCKPILE QUALITY (Weighted average) 

 

Inherent moisture  

IM (ad) 

1.0% 
             max 

Ash (db)  

13.0% 
(-3.0; +3.0) 

 

Volatile matter 

VM (daf) 

26.0% 
        (-2.0; +2.0) 

 

ETT_SP_CC General info 

Quantity 

480.0 
Thousand tons 
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