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SGS IMME MONGOLIA LLC
INSPECTION REPORT
Company : Darkhan Metallurigcal Plant
Location: Darkhan Terminal
Date: 2023.2.19
Product . Number
i T P
Sample No: weight o i " il s . of Car:
ton % % % % % % % pcs
1 773.90 0.13 58.46 3.42 1.39 599 0.13 0.02 10
2 Brooh 0.01 57.75 3.35 1.48 6.59 0.16 0.02 10
Lot 37 3 927.90 0.42 57.86 3.20 1.57 6.46 0.19 0.03 10
4 878.50 0.19 59.78 3.74 1.30 5.43 0.11 0.02 10
Average result” 3,455.60 0.19 58.45 3.42 1.44 6.13 0.15 0.02 40
NOTE: *Average result of all analytes is for summary of product weight.

This result format of the inspection sampig.galy for DMP's internal use only .
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