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Stockpile 
Name  

Total moisture (ar) Ash (db) VOLATILE (daf) 

% % % 

 ETT_EXP_002   4.19 (-1.3; +1.5) 12.00 (-2.3; +2.1) 24.92 (-0.7; +1.0) 

Stockpile 
Name 

Total sulfur (db) CSN G-index 

%   5:1 

 ETT_EXP_002   0.79 (-0.3; +0.5) 7.0 (-0.5; +0.5) 85 (-8.0; +5.0) 

LOCATION 

 

Tsankhi mine 

START DATE 

 

2023.01.10 

END DATE 

 

2023.01.28 

CAPACITY OF 

STOCKPILE 

292.68 THOUSAND 

TONNES 

STOCKPILE AGE        

3 days 

 

TOTAL SAMPLES 

 

35 samples  

AVERAGE QUALITY OF 

COAL STOCKPILE 

OVERVIEW 

 

The stockpile totally has taken  

35 samples. Each sample is 

representative about  

6000-11000 tonnes.  

“ERDENES TAVANTOLGOI” JSC  
|  

Picture 1. 

 Overview of stockpile 

This stockpile is mined 3 days ago (as of 30.01.2023) from the 

III seam of Tsankhi mine, and it was mined according to the 

relevant methods of ETT company's "Management 

Procedures of Mine Coal Stockpile "  
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